All requirements for trench construction, backfill, bedding and pavement replacement,

noted on the standard drawing for Type | Bedding, (C—GC—26), shall apply for Type I
Bedding except as modified by the following requirements.

Type Il Bedding consists of concrete cradle, plain or reinforced, concrete backing, or
concrete encasement, including aggregate bedding as applicable.

Concrete Backing extends to the conduit spring line, Encasement to the top of the
conduit.
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